
Property Test Method Standard Standard Review

Intended Use

Reaction to Fire

Noise Reduction Coefficient

Sound Absorption Class

Average Absorption Coefficient

Weighted sound absorption

Coefficient

Migration of Heavy Metals

CE

EU Regulation No. 305/2011

EN 13501-1:2018  

EN ISO 11654:1997

EN ISO 11654:1997

EN ISO 11654:1997

EN ISO 11654:1997

BS EN 12149:1998

Internal Wall and ceiling

Under system 4

Class D-s2, d0

NRC=0.80

Class B

0.68

αw=0.80

w=0

Certified

TECHNICAL INFORMATION

Formaldehyde emission  EN15102:2007  0.027


